
Table S1 Elemental analysis of S-NCM811 and R-NCM811

Element contents (ppm) Molar ratio of

Li 670.783 Ni 221.648 Co 228.615 Mn 257.372 Li/(Ni+Co+Mn)

S-NCM811 2.52 23.18 2.97 2.81 0.73

R-NCM811 3.85 25.42 3.07 2.91 1.03


