
Figure S9. Fe 2p X-ray photoelectron spectroscopy spectra of Fe/C-250V composite catalyst at

different reaction times (Reaction conditions: SMX = 10 mg/L, Fe/C-250V catalyst = 1.0 g/L,

pH = 7, temperature = 298 K).


